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EN IS0 9004:2008 / EN 150 14001: 2004
04 100 030041-00

" a0z Inspekéni certifikat "3.1" (EN 10 204) o e ool ArcelorMittal
ao03 éislo dokumentu: 80238/10
ao7 |Cislo objednavky odbératele / éislo polozky: a0y Cislo zakazky vyrobce:
4270003429 1531/30047/0/10
a1 |Cislo objednavky dodavatele: a1g Cislo navésti:
060572
sog, [Dodavané mnozstvi: B13-Skuteina hmotnost aos Odbératel / pfijemce:
B12, &
o 8 svazky om ke [ DOPORUCENE 1 1
10 121.520 23280 RWE Gas Storage, s.r.o.
Boo-11|Rozméry: —
610.0 x 12.50 i EIACh PO
100 00 Praha 10, Strasnice
Bo2 |Oznaceni oceli:
L415MB L _

801, |Druh vyrobku, stav, dodaci podminky:

gg} Trubka ocelova svafovana se Sroubovicovym svarem dle norem pro pouiiti na plynovody a ropovody s lkosy
EN 10208-2:1996

Trubky wrobené z termomechanicky valcovanych pasu. Koeficient svaru V=1.

Vneéjsi izolace PE dle DIN 30670 N-v.

TS 09GS090/7217/DN600/5. 6

A4, |Znaceni: znak vyrobce

BO6
NH 8 KJ 5KJ 6 KJ
71-02f avebni a vyrobkova chemicka analyza €70 Ocel vyrobena kyslikovym procesem, piné uklidnéna, kontinuainé odlévana. (%)
so7 [Cislotavey | ¢ | Mn | si | P |s | cu | N |cr | Mo |V | Nb |Al
15626E 0.06 1.33 | 0.296 | 0.009 | 0.008 | 0.07 0.03| 0.04|0.010 | 0.002 | 0.043 | 0.025
0.05 1.33 | 0.287 | 0.008 | 0.008 | 0.06 0.02| 0.03 | 0.006 <0.003 | 0.042 | 0.027
799 Pokracovani v pfiloze
Vysledky zkougek: MPa MPa % 5D J 10X10 0°C
. . c11Mez kluzu|ciz Pevnost ¢13 Taznost | c14 | c4043 ZkousSka razem cap-32Tvrdost
Bo7| C.tavby: coo C.zkousSky v tahu Podil v ohybu
co4| Predpis: Efr{
zakl, mat. 415- 565 min. 520 | min.18.0 2 40.0 min. 30.0 |max.
svarovy mat. min. min. 520 @ 40.0 min. 30.0 |max.
2 min. max.
15626E|0206693| zakl. mat. 467 564 29.0 0.83] 250 250 258 242
0206693 svarovy mat. 589 210 220 200 210
zos| [] Pokradovani v pfiloze
pot| Kontrola povrchu a rozmérl - vyhovéla X |os1 ?;f;gﬂ:itggztnt{;bﬂz:{gi?na MPa [15.00/10 s
csa| Zkouska ohybem svar. spojii - vyhovéla [X] |ps2| Provedena 100% elektrojiskrova zkougka
ps3| Zbytkovy magnetismus nepfesahuje hodnotu (mT) 3 neprodysnosti ( 25kV ) - vy X
pos| RTG - zkouska koncl svarii po7| UZ - zkouska svari, okrajovych zon
oprav svari zikl. materialu, koncd trub
- vyhovéla Xl - vyhovéla

Poznamky: Soupis trubek: priloha 8-0238N10 ) ArcelorM It.',a I

Test DWTT/min.85%/0°C - 15626E - prim. 99- vyhovuje.

Orientace zk. téles -zakl.mat.}: add.C11-13)...1T,w/4 add.C40-43)...3T,w/4. ArcelorMittal Tubular Products Ostrava as.
-svarovy mat.: add.C12)...1W add.40-43)...3W add.C53)...2W. Vratimoyska 689, 707-02.Ostrava 7

ces Hodnota hmotnostni aktivity ionizujiciho zafeni v tavebni analyze nepfesahuje 100 Ba/kg. 7 e ¢ « % RizenfJakost),

201 V&echny trubky odpovidaji vy3e uvedenym normam, pozadavkiim a smlouvam sjednanym v/kupnl smlouvé v 35

z02 Datum weani 31.05.2010/p011383 Tel.: ++420-565683644 / Fax ++420-595682062

AD1 ArceloMittal Tubular Products Ostrava a.s. Ing. Pekar

ADS5 Rizen! jakosti 7

;I[r)z-_;timmska? sas';( B odborny znalec

e g zoz Ovéfeni platnosti g, ossinensp

Ceska republika



Priloha k Inspekénimu certifikatu "3.1" (EN 10 204)

o

ArcelorMittal

A03 Gislo dokumentu: 80238710 strana: 1/1
c71-02Tavebni a vyrobkovd chemicka analyza (%)
o7 | Cislo tavby Ti N Ceq
15626E 0.019 | 0.0046| 0.30
0.021 | 0.0031| 0.28
Vysledky zkousek: %
c11Mez kluzu|c12Pevnost| c1aTaznost |c14Podil cso43 ZkousSka razem cao-azTvrdost
. . v tahu Re/Rm v ohybu
Bo7 |C. tavby: coo C. zkousky: @

ArcelorMittal 'l'l.lbulaag mggm»;; ’
Vratimovsks 689, Ostrava 7

zoz Datumwydani 31,05.2010/P011383

AD1 ArcelorMittal T ubular Products Ostrava a.s.
AD5 Rizeni jakosti
Vratimovska 689
707 02 Ostrava-Kuncice
Ceska republika

Tel.: ++420-505683644 / Fax ++420-595682062

/‘/ " *wm,_d 35
Ing. Pekar

odborny znalec
zoz Ovéfeni platnosti

E.z. 2562116/15/P



Pfiloha k Inspekénimu certifikatu "3.1"

a03 Gislo dokumentu: 80238A/10

(EN 10 204)

strana:1/1

A

ArcelorMittal

Trubka

c.

Tavba Délka

g (m)

Trubka Tavba Délka Vagén

c. c. (m) c.

Tavba Deélka Vagon

c. (m) C.

0206717
0206722
0206724
0206725
0206726
0206727
0206728
0206731
0206736
0206742

15626E 12.80
15626E 12.80
15626E 12.80
15626E 12.81
15626E 12.80
15626E 12.79
15626E 12.79
15626E 12.81
15626E 9.14
15626E 9.98

202 Datum wydani

31.05.2010/P011383

Tel.: ++420-505683644 / Fax 2062

a01 ArcelorMittal Tubular Products Ostrava a.s. AfCG'OI’M ”,,l_ol

aos Rizeni jakosti
Vratimovska 689

707 02 Ostrava-Kuncice
Ceska republika

ArcalorMittal Tubular Products Ostrava as.
Vratimovsks 689, 707 02 Ostrava 7
Rizenl jakosti

35

Ing. Pekaf

odborny znalec
zo2 Ovéfeni platnosti

E.z. 2563/16/15/P
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isknut: i : 19.05.2010 12:16:46
Vytisknuto/Printed 4 ArcelorMiltal
" The Loading Document Report code / | Legal subject Workshop | Loading | Shift / mading Foreman / | Cislo loZného
LOZNY L|ST Kaod zpravy code / Kéd | nr. / Cislo | date/Datum Sm&na time / Cas | Predak listu
ArcelorMittal Tubular prévniho subj] stfediska | nakladky nakladky | nakladky
Products Ostrava a.s. 1531 19.05.201d 1D 12:14 Schaumanr 8150060572
Wagon or truck number / Registrat.nr. /| Axle load / | Old tare / |New tare /| Loading Number of | Sheets, seals/
Cislo vozu - tahace MPZ Napr.tlak Tarastard |Téaranova |capacity/ |axles/Pofet| Plachty, plomby
CZ Unosnost | néprav
2788870
14.120

Trailer number/
Cislo vozu - navésu

4T25007

Registrat nr./
MPZ
cZ

Consignee / Piijemce zboZj
RWE Gas Storage, s.r.o. skladovaci

prostor fa.

Destination/Stanice ureni

Ostrava - Hrabova CZ-72000

Received by / Pfevzal
Birth date (passport nr.)/Datum narczeni
19.04.1984

First name and surname / Jméno a "njﬁeni

JAN GURECKY
Signature / Podpis

(€islo pasu,OP)

STEEL TUBES / TRUBKY OCELOVE

1

Theor. weight;

Theor,

Order/ Dimension/ Lengthsfm]/ Grade/ Heat/ Tube no. Length/

zakazka |rozmér rozsah délek | jakost tavba C.trubky Délkam]j Lenght[ft]Teor. hmot.[kd] weight[lb]

30047 00 610.0 X 12.50 { 9,00 - 14,00 | L415MB 15626E 206717 12,800 41,995 2467 5439
L415MB 15626E 206722 12,800 41,995 2467 5439
L415MB 15626E 206724 12,800 41,995 2467 5439
L415MB 15626E 206725 12,810 42,028 2468 5441
L415MB 15626E 206724 12,800 41,995 2467 5439
L415MB 15626E 206727 12,790 41,962 2465 5434
L415MB 15626E 206728 12,790 41,962 2465 5434
L415MB 15626E 206731 12,810 42,028 2468 5441
L415MB 15626E 206736 9,140 29,987 1762 3885
L415MB 15626E 206742 9,980 32,743 1923 4239
Celkem: 10 10 121,520 398,688 23419 51630

Code NH: 3150031504 Celkem: 10 10 121,520| 398,688 23419 51630
Celkem: 10 10 121,520 398,688 23419 51630

T

74 P
':-.;_f‘\-‘i:\;;-:nf- ]
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HMiseackd 3194258 _
730 0 CamwaaHraoy

Ned1ln,oL11( soucasti lozného listu u LKW je Vazni [istek provedené

ho vazeni, hmotnost uvedena na lozném [isté je pouze

teoreticka.
Inseparable part of the loahd‘mg documents for TRUCKS is Weight Note based on executed weighing, weight stated in the
loading document is only theoretical.
Notice / Poznamka Discharged/Uvoln&no Quality audit / Weight data/Udaje o hmotnosti
Kontrola jako: Brutto/Brutto
Surnarme/Pfijmeni Tare/Tara
Phone/Telefon Net/Netto
Signature/Podpis 156-vic \ Palletes/Podlozky 300
Stamp/Razitko Binding/Yazani
=
Issued by/Vyhotovil | Transmitted by/Vysilal NER NO SheetfPlacr}ty
Products/Yyrobky 23419
Schaumann Pavment/Placeno P Proge, o \
6188 SHPIAEASHED T wad




